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DURAFOAM C121A SERIES 
 

TYPICAL PHYSICAL PROPERTIES 

 
 

Stock No. DURAFOAM  
C121A 

DURAFOAM 
C221A 

Color Black Black 
Polymer Neoprene/SBR Neoprene/SBR 
Density, pcf, approx. 4.5 5 
SAE J18 July 92 2A1 2A2 
ASTM-D-1056-67  SCE 41 SCE 42 
ASTM D1056-68 & 78 RE 41 RE 42 
ASTM D1056-85, 91, 98 & 00 2A1 2A2 
Compression Deflection, 
  25% psi Compression, Varies with     
  Thickness 

2 to 5 psi 5 to 9 psi 

Water Absorption by Weight (Max)  
ASTM Method D 1056 

5% 
(10% allowed) 

5% 
(10% allowed) 

Flame Resistance, FMVSS302 Pass Pass 
 

“0” EMISSIONS – GUARANTEED TO BE 100% RECYCLABLE  
 

AVAILABLE  IN: 
  BUNS                       SHEETS              ROLLS 
 
 
 
 
 
               
      

 

TAPE AUTOMOTIVE GASKETING
SOLUTIONS 
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